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Client Name: 3F ELECTRONICS INDUSTRY CORP., LTD.

Client Address: NO.5, ZHENXING ROAD, LIYUHE INDUSTRY PARK, LOUCUN VILLAGE, GONGMING
STREET, GUANGMING NEW DISTRICT, SHENZHEN , GUANG

Sample Name: PVC TUBE

Model No.: Black. White. Transparent

The above sample(s) and information were provided by the client.

SGS Job No.: SZP24-049571

Sample Receiving Date: Nov 13, 2024

Testing Period: Nov 13, 2024 ~ Nov 19, 2024

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Result(s): Please refer to next page(s).
Test Requirement Conclusion
Phthalates See Results

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Jany Zhong =
Approved Signatory ADFTFB21
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Test Report No.:

Test Result(s):

CANEC24025324121

Date: Nov 26, 2024

Page 2 of 4

Test Part Description:
SN ID Sample No. SGS Sample ID Description
Black tube A9-a+White tube A9-
SN1 A9 CAN24-0253241-0001.C009 b+Colorless transparent tube A9-c
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

Phthalates

Test Method:

With reference to EN 14372:2004, analysis was performed by GC-MS.

Test Item(s) CAS No. Unit(s) MDL A9
Dibutyl Phthalate(DBP) 84-74-2 % 0.003 ND
Benzyl Butyl Phthalate(BBP) 85-68-7 % 0.003 ND
Bis-(2-ethylhexyl) Phthalate(DEHP) 117-81-7 % 0.003 ND
Diisononyl Phthalate (DINP) 28553-12-0 % 0.010 ND
168515-48-0 '
Di-n-Octyl Phthalate(DNOP) 117-84-0 % 0.003 ND
N 26761-40-0
Diisodecyl Phthalate (DIDP) /68515-49-1 % 0.010 ND
Dimethyl Phthalate(DMP) 131-11-3 % 0.003 ND
Diethyl Phthalate(DEP) 84-66-2 % 0.003 ND
Dipropy! Phthalate(DPrP) 131-16-8 % 0.003 ND
Diisobutyl Phthalate(DIBP) 84-69-5 % 0.003 ND
Di-n-pentyl Phthalate (DnPP) 131-18-0 % 0.003 ND
Di-n-Hexyl Phthalate(DnHP) 84-75-3 % 0.003 ND
Dicyclohexyl Phthalate(DCHP) 84-61-7 % 0.003 ND
Diphenyl Phthalate(DPhP) 84-62-8 % 0.003 ND
Dibenzyl Phthalate(DBzP) 523-31-9 % 0.003 ND
Dinonyl Phthalate(DNP) 84-76-4 % 0.003 ND
Diisooctyl Phthalate(DIOP) 27554-26-3 % 0.010 ND

Remark: The sample(s) was/were analyzed on behalf of the applicant as mixing sample in one testing. The
above result(s) was/were only given as the informality value and only for reference.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Phthalates Testing Flow Chart

Sample cutting/preparation
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Sample measurement
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Solvent extraction
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Sample Photo:

CAN24-0253241-0001.C009

SGS authenticate the photo on original report only
*** End of Report ***

Unless othermse agreed in wrmng, this document is issued by the Company subject to its General Conditions of Service printed overleaf,

on req at - Attention is drawn to the limitation of liability,
indemnification and ]unsdlctlon issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole

responsibility is to |ts Cllent and this d does not parties to a transaction from exercising all their rights and obligations
under the tr This d cannot be reproduced except in full, without prlor wrlnen approval of the Company. Any
ﬂ unauthorized alteration, forgery or falsification of the content or appearance of this di is | and offenders may be p.
F’ﬂ\ﬂ\m |4 to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested
%hsm,on&]‘gs(mg Services c§ Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86- 755)8307 1443,

or email: CN.Doccheck@sgs.com

No.198, Kezhu Road, Science City, Economic & Technological Development Area, Guangzhou, Giangdong, China 510663 t (86-20) 82155555 WWW.sgsgroup.com.cn
HE TR NEREAT LI Z XA FENKE198S  BE4A: 510663 t (86-20)82155555  sgs.china@sgs.com
1

Member of the SGS Group (SGS SA)

seseNagias Tl e o 1
Guangzhou BramsEEt B LheCal Laboratoy,




		2024-11-26T03:42:20+0000
	CNE2
	SGS officially issued document




